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COLOR GEL 01 ULTRAVIOLET 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6 trimethylbenzoyl)phosphinate, 

Isopropylidenediphenyl, Bisoxyhydroxypropyl Methacrylate, PEG-4 Trimethylolpropane Triacrylate, 

Ethylhexyl Acrylate, Polyester Resin, P-Hydroxyanisole, BHT, Modified Polysiloxane, Hydroquinone, CI 

77891, CI 73915, CI 74160, CI 77499 

COLOR GEL 02 YELLOW 5 ml 

Ingredients : Aliphatic Urethane Diacrylate, Aliphatic Urethane Acrylate, Polyethylene 

glycol200dimethacrylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, Silica Dimethyl Silylate, Zinc 

Sulfide, Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, Methyl Benzoylformate, PEG-4 

Trimethylolpropane Triacrylate, Formaldehyde/Melamine/Tosylamide/Copolymer, Polyester Resin, 

Ethylhexyl Acrylate, Solvent Yellow, P-Hydroxyanisole, Modified Polysiloxane, Hydroquinone, CI 47005:1, 

CI 77002, CI 19140 

COLOR GEL 03 GRAPEFRUIT 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Formaldehyde/Melamine/Tosylamide/Copolymer, Silica Dimethyl Silylate, 

Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, Isopropylidenediphenyl Bisoxyhydroxypropyl 

Methacrylate, Solvent Yellow, Basic Violett 11:1, Basic Red 1:1, Ethylhexyl Acrylate, PEG-4 

Trimethylolpropane Triacrylate, Polyester Resin, P-Hydroxyanisole, Modified Polysiloxane, Hydroquinone, 

BHT,CI 77891, CI 77002, CI 19140, CI 77499 

COLOR GEL 04 BLUE SKY 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Isopropylidenediphenyl Bisoxyhydroxypropyl 

Methacrylate, Benzoyl Isopropanol, PEG-4 Trimethylolpropane Triacrylate, Ethylphenyl(2,4,6-

trimethylbenzoyl)phosphinate, Methyl Benzoylformate, Polyester Resin, Ethylhexyl Acrylate, P-

Hydroxyanisole, Modified Polysiloxane, Hydroquinone, BHT, CI 77891, CI 77007, CI 51319 

COLOR GEL 05 GRENADE 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, 

Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, PEG-4 Trimethylolpropane Triacrylate, 

Ethylhexyl Acrylate, Polyester Resin, P-Hydroxyanisole, BHT, Modified Polysiloxane, Hydroquinone, CI 

77891, CI 12490, CI 77002, CI 77499, CI 19140, CI 74160 

COLOR GEL 06 LOLLIPOP 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, 

Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, PEG-4 Trimethylolpropane Triacrylate, 

Polyester Resin, Ethylhexyl Acrylate, P-Hydroxyanisole, Modified Polysiloxane, Hydroquinone, BHT, CI 

77891, CI 73915, CI 77499, CI 74160 
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COLOR GEL 07 SALMON 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, 

Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, PEG-4 Trimethylolpropane Triacrylate, 

Polyester Resin, Ethylhexyl Acrylate, P-Hydroxyanisole, Modified Polysiloxane, Hydroquinone, BHT, CI 

77891, CI 77002, CI 12490, CI 19140 

COLOR GEL 08 CARIBBEAN 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, 

Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, PEG-4 Trimethylolpropane Triacrylate, 

Polyester Resin, Ethylhexyl Acrylate, Solvent Yellow, Diethylaminomethylcoumarin, P-Hydroxyanisole, 

Modified Polysiloxane, Hydroquinone, CI 77891, CI 74160, CI 77002, CI 19140, CI 74260 

COLOR GEL 09 MILKY 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, 

Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, PEG-4 Trimethylolpropane Triacrylate, 

Polyester Resin, Ethylhexyl Acrylate, P-Hydroxyanisole, Modified Polysiloxane, Hydroquinone, BHT, CI 

77891, CI 12490, CI 77499 

COLOR GEL 10 FUSCHIA 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, 

Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, PEG-4 Trimethylolpropane Triacrylate, 

Polyester Resin, Ethylhexyl Acrylate, P-Hydroxyanisole, Modified Polysiloxane, Hydroquinone, BHT, Basic 

Violett 11:1, Basic Red 1:1, CI 77891, CI 73900, CI 73915, CI 77002, CI 19140 

COLOR GEL 11 LIME 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, 

Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, PEG-4 Trimethylolpropane Triacrylate, 

Polyester Resin, Ethylhexyl Acrylate, P-Hydroxyanisole, Modified Polysiloxane, Solvent Yellow, 

Hydroquinone, CI 77891, CI 77002, CI 19140, CI 74260 

COLOR GEL 12 CHOCOLATE 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6 trimethylbenzoyl)phosphinate, 

Isopropylidenediphenyl, Bisoxyhydroxypropyl Methacrylate, Trimethylolpropane Triethoxy, Triacrylate, 

Ethylhexylacrylate, Polyester Resin, P-Hydroxyanisole, Modified Polysiloxane, BHT, Hydroquinone, CI 

77891, CI 77491, CI 77499, CI 77492, CI 77002, CI 19140, CI 77499 

  



   

List of ingredients COLOR GEL Version 1 

COLOR GEL 13 ORANGE 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Polyethylene glycol200dimethacrylate, Silica Dimethyl Silylate, 

Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, Ricinus Communis, Isopropylidenediphenyl, 

Bisoxyhydroxypropyl Methacrylate, Ethylhexylacrylate, Trimethylolpropane Triethoxy, Triacrylate, Polyester 

Resin, P-Hydroxyanisole, Modified Polysiloxane, Hydroquinone, CI 15850, CI 77891, CI 47005 

COLOR GEL 14 SOFT RED 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6 trimethylbenzoyl)phosphinate, PEG-4 

Trimethylolpropane Triacrylate, Isopropylidenediphenyl, Bisoxyhydroxypropyl Methacrylate, Polyester 

Resin, Ethylhexyl Acrylate, BHT, P-Hydroxyanisole, Modified Polysiloxane, Hydroquinone, CI 12490, CI 

77891, CI 77002, CI 19140 

COLOR GEL 15 LILAS 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, Silica Dimethyl Silylate, 

Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, PEG-4 Trimethylolpropane Triacrylate, 

Polyester Resin, Ethylhexylacrylate, P-Hydroxyanisole, Modified Polysiloxane, Hydroquinone, BHT, CI 

77891, CI 73915, CI 16255, CI 77002, CI 19140, CI 51319 

COLOR GEL 16 SOFT LILAS 5 ml 

Ingredients : Aliphatic Urethane acrylate, Polyethyleneglycol200dimethacrylate, Silica, Ethylphenyl(2,4,6-

trimethylbenzoyl)phosphinate, Bisphenol-A-glycerolat-(1-glycerol/phenol)-dimethacrylate, Castor Oil, 

Ethylhexyl acrylate, Polyester resin, 4-Methoxyphenol, modified Polysiloxane, Butylated Hydroxytoluene, 

Hydroquinone, CI 77891, CI 77891, CI 16255 

COLOR GEL 17 LIGHT TURQUOISE 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Polyethylene glycol200dimethacrylate, Silica Dimethyl Silylate, 

Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, Isopropylidenediphenyl, Bisoxyhydroxypropyl 

Methacrylate, Trimethylolpropane Triethoxy Triacrylate, Ethylhexylacrylate, Polyester Resin, P-

Hydroxyanisole, BHT, Modified Polysiloxane, Hydroquinone, CI 77289, CI 77891, CI 74160 

COLOR GEL 18 CHERRY 5 ml 

Ingredients : Aliphatic Urethane diacrylate, Polyethyleneglycol200dimethacrylate, Silica, 

Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, Bisphenol-A-glycerolat-(1-glycerol/phenol)-

dimethacrylate, Polyester resin,  n/a n/a n/a n/a <0,1 4-Methoxyphenol, Hydroquinone, CI 73915, CI 

73900 

  



   

List of ingredients COLOR GEL Version 1 

COLOR GEL 19 BORDEAUX 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, 

Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, Trimethylolpropane Triethoxy Triacrylate, 

Ethylhexylacrylate, Polyester Resin, Colophonium, P-Hydroxyanisole, Modified Polysiloxane, BHT, 

Hydroquinone, CI 15850, CI 73915, CI 77891 

COLOR GEL 20 ROSA 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, 

Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, Trimethylolpropane Triethoxy Triacrylate, 

Ethylhexylacrylate, Polyester Resin, Colophonium, P-Hydroxyanisole, Modified Polysiloxane, BHT, 

Hydroquinone, CI 15850, CI 73915, CI 77891 

COLOR GEL 21 SOFT PURPLE 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, 

Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, Trimethylolpropane Triethoxy Triacrylate, 

Polyester Resin, Ethylhexylacrylate, P-Hydroxyanisole, Modified Polysiloxane, Hydroquinone, CI 73915, CI 

77891 

COLOR GEL 22 PLUM 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Polyethylene glycol200dimethacrylate, Silica Dimethyl Silylate, 

Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, Isopropylidenediphenyl Bisoxyhydroxypropyl 

Methacrylate, Trimethylolpropane Triacrylate, Polyester Resin, Ethylhexyl Acrylate, P-Hydroxyanisole, 

BHT, Modified Polysiloxane, Hydroquinone, CI 77891, CI 12490, CI 77002, CI 19140, CI 77499, CI 

74160 

COLOR GEL 23 KHAKI 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, 

Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, Trimethylolpropane Triethoxy Triacrylate, 

Polyester Resin, Ethylhexylacrylate, BHT, P-Hydroxyanisole, Modified Polysiloxane, Hydroquinone, CI 

74160, CI 77289, CI 77891, CI 77002, CI 77499, CI 19140, CI 77491, CI 77492 

COLOR GEL 24 TAGADA 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, 

Isopropylidenediphenyl, Bisoxyhydroxypropyl Methacrylate, Trimethylolpropane Triethoxy, Triacrylate, 

Polyester Resin, Ethylhexylacrylate, P-Hydroxyanisole, BHT, Modified Polysiloxane, Hydroquinone, CI 

77891, CI 73900, CI 73915, CI 77499 
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COLOR GEL 25 CORAL 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, 

Isopropylidenediphenyl, Bisoxyhydroxypropyl Methacrylate, Ethylhexylacrylate, PEG-4 Trimethylolpropane 

Triacrylate, Polyester ResinP-Hydroxyanisole, Modified Polysiloxane, Hydroquinone, BHT, CI 77891, CI 

77002, CI 73360,  CI 73900, CI 19140 

COLOR GEL 26 COSMOPOLITAN 5 ml  

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Formaldehyde/Melamine/Tosylamide Copolymer, 

Ethylphenyl(2,4,6- trimethylbenzoyl)phosphinate, Isopropylidenediphenyl Bisoxyhydroxypropyl 

Methacrylate, Solvent Yellow 135, 1-1 Basic Red 1:1,Basic Violett 11:1, Ethylhexylacrylate  

COLOR GEL 27 KISS COOL 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Formaldehyde/Melamine/Tosylamide Copolymer, Silica Dimethyl Silylate, 

Ethylphenyl(2,4,6- trimethylbenzoyl)phosphinate, Isopropylidenediphenyl Bisoxyhydroxypropyl 

Methacrylate, Ethylhexylacrylate 

COLOR GEL 28 BLOODY TONIC 5 ml 

Ingredients : Aliphatic Urethane, Aliphatic Urethane Diacrylate, Polyethylene glycol200dimethacrylate, 

Silica Dimethyl Silylate Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, Isopropylidenediphenyl, 

Bisoxyhydroxypropyl Methacrylate, Mica, Formaldehyde/Melamine/Tosylamide, Copolymer Ethylhexyl 

Acrylate Basic Violett 11:1, Basic Red 1:1, P-Hydroxyanisole, Solvent Yellow 135, Modified Polysiloxane, 

Hydroquinone, CI 77891, CI 77491 

COLOR GEL 29 ERABLE 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, Silica Dimethyl Silylate, 

Isopropylidenediphenyl, Bisoxyhydroxypropyl Methacrylate, PEG-4 Trimethylolpropane Triacrylate, 

Polyester Resin, Mica, Ethylhexyl Acrylate, Unsaturated acrylic resin, Tricyclodecan Dimethanol Diacrylat, 

P-Hydroxyanisole, Tetraethylene Glycol Diacrylate, PEG-4 Dimethacrylate, Modified Polysiloxane, BHT, 

Hydroquinone, Cellulose Acetate Butyrate, CI 77891, CI 77002, CI 15850, CI 19140, CI 77499, CI 77266 

COLOR GEL 30 POTIMARRON 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, Silica Dimethyl Silylate, 

Isopropylidenediphenyl, Bisoxyhydroxypropyl Methacrylate, PEG-4 Trimethylolpropane Triacrylate, 

Polyester Resin, Ethylhexyl Acrylate, BHT, P-Hydroxyanisole, Modified Polysiloxane, Hydroquinone, CI 

77002, CI77891, CI 15850, CI 19140, CI 77266 
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COLOR GEL 31 COLVERT 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, Silica Dimethyl Silylate, 

Isopropylidenediphenyl, Bisoxyhydroxypropyl Methacrylate, PEG-4 Trimethylolpropane Triacrylate, 

Polyester Resin, Ethylhexyl Acrylate, BHT, P-Hydroxyanisole, Modified Polysiloxane, Hydroquinone, CI 

77891, CI 77002, CI 74160, CI 19140, CI 77499, CI 12490 

COLOR GEL 32 REGLISSE 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, Silica Dimethyl Silylate, 

Isopropylidenediphenyl, Bisoxyhydroxypropyl Methacrylate, Mica, Unsaturated acrylic resin, Tricyclodecan 

Dimethanol Diacrylat, Ethylhexyl Acrylate, Tetraethylene Glycol Diacrylate, PEG-4 Dimethacrylate, BHT, P-

Hydroxyanisole, Cellulose Acetate Butyrate, Modified Polysiloxane, Hydroquinone, CI 77499, CI 16255, CI 

77002, CI 19140 

COLOR GEL 33 FIGUE 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, 

Trimethylolpropane Triacrylate, Isopropylidenediphenyl, Bisoxyhydroxypropyl Methacrylate, PEG-4 

Trimethylolpropane Triacrylate, Mica, Pentaerythritoltetrakis(3-mercaptopropionate), Talc, Unsaturated 

acrylic resin, Ethylhexyl Acrylate, Polyester Resin, Tricyclodecan Dimethanol Diacrylat, Tetraethylene 

Glycol Diacrylate, PEG-4 Dimethacrylate, BHT, P-Hydroxyanisole, Modified Polysiloxane, Cellulose 

Acetate Butyrate, Hydroquinone, CI 77499, CI 77891, CI 73360, CI 77002, CI 19140 

COLOR GEL 34 GRISAILLE 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, Silica Dimethyl Silylate, 

Isopropylidenediphenyl, Bisoxyhydroxypropyl Methacrylate, PEG-4 Trimethylolpropane Triacrylate, 

Polyester Resin, Ethylhexyl Acrylate, BHT, P-Hydroxyanisole, Modified Polysiloxane, Hydroquinone, CI 

77891, CI 77499, CI 12490, CI 74160, CI 77002, CI 19140 

COLOR GEL 35 CYCLAMEN 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, 

Isopropylidenediphenyl, Bisoxyhydroxypropyl Methacrylate, PEG-4 Trimethylolpropane Triacrylate, 

Polyester Resin, Ethylhexyl Acrylate, Talc, P-Hydroxyanisole, Modified Polysiloxane, Hydroquinone, BHT, 

CI 77891, CI 77499, CI 73360, CI 77007, CI 77002, CI 19140 

COLOR GEL 36 PENOMBRE 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, Silica Dimethyl Silylate, 

Isopropylidenediphenyl, Bisoxyhydroxypropyl Methacrylate, Mica, Unsaturated acrylic resin, Tricyclodecan 

Dimethanol Diacrylat, Ethylhexyl Acrylate, Tetraethylene Glycol Diacrylate, PEG-4 Dimethacrylate, BHT, P-

Hydroxyanisole, Cellulose Acetate Butyrate, Modified Polysiloxane, Hydroquinone, CI 77499, CI 77007, CI 

77891, CI 74160, CI 77002, CI 19140 
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COLOR GEL 37 SAPIN 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, 

Bisoxyhydroxypropyl Methacrylate, PEG-4 Trimethylolpropane Triacrylate, Mica, Unsaturated acrylic resin, 

Polyester Resin, Bis(diethylamino) benzophenone, Ethylhexyl Acrylate, Tricyclodecan Dimethanol 

Diacrylat, Tetraethylene Glycol Diacrylate, PEG-4 Dimethacrylate, Boron Oxide, P-Hydroxyanisole, 

Cellulose Acetate Butyrate, Modified Polysiloxane, BHT, Hydroquinone, CI 77891, CI 74260, CI 77499, CI 

77002, CI 77492, CI 77266, CI 77289, CI 19140 

COLOR GEL 38 MARRON 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, 

Bisoxyhydroxypropyl Methacrylate, PEG-4 Trimethylolpropane Triacrylate, Mica, Unsaturated acrylic resin, 

Polyester Resin, Bis(diethylamino) benzophenone, Ethylhexyl Acrylate, Tricyclodecan Dimethanol 

Diacrylat, Tetraethylene Glycol Diacrylate, PEG-4 Dimethacrylate, Boron Oxide, P-Hydroxyanisole, 

Cellulose Acetate Butyrate, Modified Polysiloxane, BHT, Hydroquinone, CI 77499, CI 12490, CI 77002, CI 

19140 

COLOR GEL 39 GIVRE 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, 

Bisoxyhydroxypropyl Methacrylate, PEG-4 Trimethylolpropane Triacrylate, Mica, Unsaturated acrylic resin, 

Polyester Resin, Bis(diethylamino) benzophenone, Ethylhexyl Acrylate, Tricyclodecan Dimethanol 

Diacrylat, Tetraethylene Glycol Diacrylate, PEG-4 Dimethacrylate, Boron Oxide, P-Hydroxyanisole, 

Cellulose Acetate Butyrate, Modified Polysiloxane, BHT, Hydroquinone, CI 77891, CI 77499, CI 74160, CI 

77002,  CI 19140 

COLOR GEL 40 ORPIN D’AUTOMNE 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, 

Bisoxyhydroxypropyl Methacrylate, PEG-4 Trimethylolpropane Triacrylate, Mica, Unsaturated acrylic resin, 

Polyester Resin, Bis(diethylamino) benzophenone, Ethylhexyl Acrylate, Tricyclodecan Dimethanol 

Diacrylat, Tetraethylene Glycol Diacrylate, PEG-4 Dimethacrylate, Boron Oxide, P-Hydroxyanisole, 

Cellulose Acetate Butyrate, Modified Polysiloxane, BHT, Hydroquinone, CI 77891, CI 77499, CI 77002, CI 

15850, CI 77007, CI 19140 

COLOR GEL 41 ORAGE 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, 

Bisoxyhydroxypropyl Methacrylate, PEG-4 Trimethylolpropane Triacrylate, Mica, Unsaturated acrylic resin, 

Polyester Resin, Bis(diethylamino) benzophenone, Ethylhexyl Acrylate, Tricyclodecan Dimethanol 

Diacrylat, Tetraethylene Glycol Diacrylate, PEG-4 Dimethacrylate, Boron Oxide, P-Hydroxyanisole, 

Cellulose Acetate Butyrate, Modified Polysiloxane, BHT, Hydroquinone, CI 77007, CI 77499, CI 77002, CI 

77891, CI 77266, CI 19140 
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COLOR GEL 42 DARK GREY 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, 

Isopropylidenediphenyl, Bisoxyhydroxypropyl Methacrylate, Trimethylolpropane Triethoxy, Triacrylate, 

Ethylhexylacrylate, Polyester Resin, P-Hydroxyanisole, BHT, Modified Polysiloxane, Hydroquinone, CI 

77891, CI 77499, CI 74160 

COLOR GEL 43 GRAPE 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, 

Isopropylidenediphenyl, Bisoxyhydroxypropyl Methacrylate, Trimethylolpropane Triethoxy, Triacrylate, 

BHT, Polyester Resin, Ethylhexylacrylate, Dibutyl Tin Dilaurate, P-Hydroxyanisole, Modified Polysiloxane, 

Hydroquinone, CI 77891, CI 77742, CI 77491, CI 77499 

COLOR GEL 44 SKIN 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, 

Isopropylidenediphenyl, Bisoxyhydroxypropyl Methacrylate, Trimethylolpropane Triethoxy Triacrylate, 

Ethylhexylacrylate, Polyester Resin, P-Hydroxyanisole Modified, Hydroquinone, BHT, CI 77891, CI 77491, 

CI 77499 

COLOR GEL 45 COLOMBIN 5 ml 

Ingredients : Aliphatic Urethane acrylate, Aliphatic Urethane diacrylate, PEG200-dimethacrylate,  

Polyethyleneglycol200dimethacrylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, Silica, Bisphenol-

A-glycerolat-(1-glycerol/phenol)-dimethacrylate, Isopropylidenediphenyl, Bisoxyhydroxypropyl 

Methacrylate, Hydroxycyclohexyl phenyl ketone Triethyleneglycol dimethacrylate, Ethoxylated 

Trimethyolpropane triacrylate, Polyester resin, Ethylhexyl acrylate, 4-Methoxyphenol P-Hydroxyanisole, 

modified Polysiloxane Hydroquinone, Hydroxyethyl methacrylate HEMA, CI 77891, CI 77891, CI 77491, 

CI 77491, CI 77499, CI 77499, CI 73915, CI 73915, CI 77492 

COLOR GEL 46 BEIGE 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, 

Isopropylidenediphenyl, Bisoxyhydroxypropyl Methacrylate, Trimethylolpropane Triethoxy, Triacrylate, 

Ethylhexylacrylate, Polyester Resin, P-Hydroxyanisole, Modified Polysiloxane, Hydroquinone, BHT, CI 

77891, CI 77491, CI 77492, CI 77266, CI 74260 

COLOR GEL 47 GREY 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, 

Isopropylidenediphenyl, Bisoxyhydroxypropyl Methacrylate, Trimethylolpropane Triethoxy, Triacrylate, 

Polyester Resin, Ethylhexylacrylate, P-Hydroxyanisole, Modified Polysiloxane, BHT, Hydroquinone, CI 

77891, CI 77499, CI 77002, CI 73900, CI 19140, CI 74160 
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COLOR GEL 48 LITTLE GIRL 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, 

Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, Trimethylolpropane Triethoxy Triacrylate, 

Ethylhexylacrylate, Talc, Polyester Resin, P-Hydroxyanisole, Modified Polysiloxane, Hydroquinone, BHT, CI 

77891, CI 73360 

COLOR GEL 49 MIDNIGHT 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate,  Silica Dimethyl Silylate,  Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, 

Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, Ethylhexylacrylate, Polyester Resin, 

Trimethylolpropane Triethoxy Triacrylate, Dibutyl Tin Dilaurate, P-Hydroxyanisole, Modified Polysiloxane, 

Hydroquinone, CI 74160, CI 77891, CI 77002, CI 19140 

COLOR GEL 50 RED LOVE 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, Silica Dimethyl Silylate, 

Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, Ethylhexylacrylate, Polyester Resin, BHT, P-

Hydroxyanisole, Modified Polysiloxane, Hydroquinone, CI 73915, CI 15800, CI 77742, CI 15850 

COLOR GEL 51 IVORY 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, Zinc 

Sulfide, Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, Trimethylolpropane Triethoxy 

Triacrylate, Polyester Resin, Ethylhexylacrylate, P Hydroxyanisole, Modified Polysiloxane, Hydroquinone, 

BHT, CI 77491, CI 77492, CI 77266 

COLOR GEL 52 POMME D’AMOUR 5 ml 

Ingredients : Aliphatic Urethaneacrylate, Polyethylenglycol200dimethacrylate, Ethylphenyl(2,4,6-

trimethylbenzoyl)phosphinate, Silica, Bisphenol-A-glycerolat-(1-glycerol/phenol)-dimethacrylate, Mica, 

Polyester resin, 4-Methoxyphenol, CI 73900, CI 73915, CI 77891, CI 77491 

COLOR GEL 53 BLACK 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6 trimethylbenzoyl)phosphinate, 

Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, Ethylhexylacrylate, Polyester Resin, BHT, P-

Hydroxyanisole, Modified Polysiloxane, Hydroquinone, CI 77499, CI 74160 

COLOR GEL 54 SANGRIA 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate,  Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, 

Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, Polyester Resin, Ethylhexylacrylate, BHT, P-

Hydroxyanisole, Modified Polysiloxane, Hydroquinone, CI 73900, CI 77002, CI 19140, CI 77266 
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COLOR GEL 55 FLASHY PINK 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Formaldehyde/Melamine/Tosylamide, Copolymer, 

Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, Isopropylidenediphenyl, Bisoxyhydroxypropyl 

Methacrylate, Trimethylolpropane Triethoxy, Triacrylate, Basic Violett, Ethylhexylacrylate, Basic Red 

Polyester Resin, P-Hydroxyanisole, Modified Polysiloxane, Hydroquinone, CI 77891, CI 74160 

COLOR GEL 56 ABRICOT 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, 

Isopropylidenediphenyl, Bisoxyhydroxypropyl Methacrylate, Trimethylolpropane Triacrylate, Ricinus 

Communis Seed Oil, PEG-4 Trimethylolpropane Triacrylate, Pentaerythritoltetrakis(3-

mercaptopropionate), Polyester Resin, Ethylhexyl Acrylate, P-Hydroxyanisole, Modified Polysiloxane, 

Hydroquinone, CI 77891, CI 15850, CI 77002, CI 19140 

COLOR GEL 57 RED PASSION 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, 

Isopropylidenediphenyl, Bisoxyhydroxypropyl Methacrylate, Trimethylolpropane Triacrylate, Ricinus 

Communis Seed Oil, PEG-4 Trimethylolpropane Triacrylate, Pentaerythritoltetrakis(3-

mercaptopropionate), Polyester Resin, Ethylhexyl Acrylate, P-Hydroxyanisole, Modified Polysiloxane, 

Hydroquinone, CI 77891, CI 15850, CI 77002, CI 19140 

COLOR GEL 58 PASTEL LEMON 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, 

Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, Zinc Sulfide, Trimethylolpropane Triethoxy 

Triacrylate, Polyester Resin, Ethylhexylacrylate, P-Hydroxyanisole, Modified Polysiloxane, Hydroquinone, 

CI 77002, CI 19140 

COLOR GEL 59 SOFT YELLOW 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, 

Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, Zinc Sulfide, Trimethylolpropane Triethoxy 

Triacrylate, Polyester Resin, Ethylhexylacrylate, P-Hydroxyanisole, Modified Polysiloxane, Hydroquinone, 

CI 77002, CI 19140 

COLOR GEL 60 ROSE FRENCH 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, 

Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, Trimethylolpropane Triethoxy Triacrylate 

Ethylhexylacrylate, Polyester Resin, P-Hydroxyanisole, Modified Polysiloxane, Hydroquinone, BHT, CI 

77891, CI 77491, CI 73360, CI 77002, CI 19140, CI 77499 
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COLOR GEL 61 CANDY 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, 

Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, Trimethylolpropane Triethoxy Triacrylate, 

Ethylhexylacrylate, Talc, Polyester Resin, P-Hydroxyanisole, Hydroquinone, BHT, CI 77891, CI 73360 

COLOR GEL 62 MIRACLE 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, 

Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, Trimethylolpropane Triethoxy Triacrylate, 

Ethylhexylacrylate, Talc, Polyester Resin, P-Hydroxyanisole, Hydroquinone, BHT, CI 77891, CI 73360 

COLOR GEL 63 LADY 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, 

Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, Talc, PEG-4 Trimethylolpropane Triacrylate, 

Synthetic Fluorphlogopite, Polyester Resin, Ethylhexyl Acrylate, P-Hydroxyanisole, Modified Polysiloxane, 

BHT, Hydroquinone, Tin Oxide, CI 77891, CI 73360, CI 15880, CI 75470 

COLOR GEL 64 PASTEL APPLE 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, 

Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, PEG-4 Trimethylolpropane Triacrylate, 

Ethylhexylacrylate, Polyester Resin, P-Hydroxyanisole, Modified Polysiloxane, Hydroquinone, CI 77891, CI 

77002, CI 74260, CI 19140 

COLOR GEL 65 PASTEL MINT 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, 

Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, PEG-4 Trimethylolpropane Triacrylate, 

Ethylhexylacrylate, Polyester Resin, P-Hydroxyanisole, Modified Polysiloxane, Hydroquinone, CI 77891, CI 

77002, CI 74260, CI 19140 

COLOR GEL 66 NEON CORAL 5 ml 

Ingredients : Aliphatic Urethane acrylate, Aliphatic Urethane diacrylate, 

Polyethyleneglycol200dimethacrylate, Formaldehyde/Melamine/Tosylamide Copolymer, Silica, 

Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, Bisphenol-A-glycerolat-(1-glycerol/phenol)-

dimethacrylate, Ethoxylated Trimethyolpropane, Trimethylolpropane Triethoxy, Triacrylate, Solvent Yellow 

135, Polyester resin, Diphenyl-2,4,6-trimethylbenzoylphosphinoxide 4-Methoxyphenol, Hydroquinone, CI 

77891, CI 77891, Basic Violett 11:1, Basic Red 1:1 
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COLOR GEL 67 NEON ORANGE 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Formaldehyde/Melamine/Tosylamide, Copolymer, Silica Dimethyl Silylate, 

Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, Isopropylidenediphenyl Bisoxyhydroxypropyl 

Methacrylate, Trimethylolpropane Triethoxy, Triacrylate, Solvent Yellow, Basic Red 1:1, Basic Violett 11:1, 

Ethylhexylacrylate, Polyester Resin, Dibutyl Tin Dilaurate, P-Hydroxyanisole, Modified Polysiloxane, 

Hydroquinone, CI 77891 

COLOR GEL 68 PASTEL ROSA 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, 

Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, Trimethylolpropane Triethoxy Triacrylate, 

Formaldehyde/Melamine/Tosylamide Copolymer, Polyester Resin, Ethylhexylacrylate, Solvent Yellow 135, 

Basic Red 1:1, Basic Violett 11:1, P-Hydroxyanisole, Modified Polysiloxane, Hydroquinone, CI 77891 

COLOR GEL 69 PASTEL PEACH 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6 trimethylbenzoyl)phosphinate, 

Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, Trimethylolpropane Triethoxy Triacrylate, 

Formaldehyde/Melamine/Tosylamide Copolymer, Polyester Resin, Ethylhexylacrylate, Basic Red 1:1, 

Solvent Yellow 135, Basic Violett 11:1, P Hydroxyanisole, Modified Polysiloxane, Hydroquinone, CI 77891 

COLOR GEL 70 BLUE MINT 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, Silica Dimethyl Silylate, 

Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, Formaldehyde/Melamine/Tosylamide 

Copolymer, Trimethylolpropane Triethoxy Triacrylate, Polyester Resin, Ethylhexylacrylate, Solvent Yellow 

135, Diethylaminomethylcoumarin, P-Hydroxyanisole, Modified Polysiloxane, Hydroquinone, CI 77891, CI 

74160, CI 74260 

COLOR GEL 71 PASTEL ORANGE 5 ml 

Ingredients : Aliphatic Urethaneacrylate, Aliphatic Urethanediacrylate, 

Polyethylenglycol200dimethacrylate, Silica, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, Bisphenol-A-

glycerolate-(1-glycerol/phenol)-dimethacrylate,Formaldehyde/Melamine/Tosylamide Copolymer 

Ethoxylated Trimethyolpropanetriacrylate, 4-Methoxyphenol P-Hydroxyanisole, CI 77891, Solvent Yellow 

135, Basic Violett 11:1, Basic Red 1:1 

COLOR GEL 72 NEON PAPAYA 5 ml 

Ingredients : Aliphatic Urethaneacrylate, Aliphatic Urethanediacrylate, 

Polyethylenglycol200dimethacrylate, Silica, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, Bisphenol-A-

glycerolate-(1-glycerol/phenol)-dimethacrylate, Formaldehyde/Melamine/Tosylamide Copolymer, 

Ethoxylated Trimethyolpropanetriacrylate, Polyester resin, 4-Methoxyphenol P-Hydroxyanisole, CI 77891, 

Solvent Yellow 135, Basic Violett 11:1, Basic Red 1:1 
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COLOR GEL 73 PASTEL BLUE 5 ml 

Ingredients : Aliphatic Urethane acrylate, Aliphatic Urethane diacrylate, 

Polyethyleneglycol200dimethacrylate, Silica, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, Bisphenol-

A-glycerolat-(1-glycerol/phenol)-dimethacrylate, Ethoxylated Trimethyolpropane, Triacrylate, 

Formaldehyde/Melamine/Tosylamide Copolymer, Polyester resin, Diphenyl-2,4,6-

Trimethylbenzoylphosphinoxide, Optical Brightner SWN, 4-Methoxyphenol, Hydroquinone, Ethylhexyl 

acrylate, CI 77891, Pigment Blue 15:3, CI 74160 

COLOR GEL 74 CHERRY BLOSSOM 5 ml 

Ingredients : Aliphatic Urethane acrylate, Aliphatic Urethane diacrylate, 

Polyethyleneglycol200dimethacrylate, Silica, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, Bisphenol-

A-glycerolat-(1-glycerol/phenol)-dimethacrylate, Ethoxylated Trimethyolpropane triacrylate, 

Formaldehyde/Melamine/Tosylamide/Copolymer, Polyester resin, Diphenyl-2,4,6-

trimethylbenzoylphosphinoxide, 4-Methoxyphenol, Hydroquinone,   CI 77891, Basic Violett 11:1, Basic 

Red 1:1 

COLOR GEL 75 NEON YELLOW 5 ml 

Ingredients : Aliphatic Urethane acrylate, Aliphatic Urethane diacrylate, Polyethyleneglycol200 

dimethacrylate, Silica, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, Bisphenol-A-glycerolat-(1-

glycerol/phenol)-dimethacrylate, Ethoxylated Trimethyolpropane triacrylate, Urethane acrylate Oligomer, 

Formaldehyde/Melamine/Tosylamide/Copolymer, Triethyleneglycol dimethacrylate, Glycerolpropoxy 

triacrylate, Polyester resin, Trimethylolpropane trimethacrylate, Diphenyl-2,4,6-

Trimethylbenzoylphosphinoxide, Solvent Yellow 135, 4 Methoxyphenol P-Hydroxyanisole, Pigment Red 5, 

CI 12490, Hydroquinone, Ethylhexyl acrylate, CI 77891, Basic Violett 11:1, Basic Red 1:1 

COLOR GEL 76 VERDIGRIS 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, Silica Dimethyl Silylate, 

Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, Formaldehyde/Melamine/Tosylamide/ 

Copolymer, Trimethylolpropane Triethoxy Triacrylate, Polyester Resin, Ethylhexylacrylate, Solvent Yellow 

135, P-Hydroxyanisole, Modified Polysiloxane, Hydroquinone, CI 77891, CI 74160, CI 74260 

COLOR GEL 77 PASTEL ROSA 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate , Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, 

Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, Formaldehyde/Melamine/Tosyl-

amide/Copolymer, Trimethylolpropane Triethoxy Triacrylate, Polyester Resin, Solvent Yellow 135, 

Ethylhexylacrylate, Diethylaminomethylcoumarin, P-Hydroxyanisole, Modified Polysiloxane, Hydroquinone, 

CI 77891, CI 7416 
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COLOR GEL 78 POND 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, 

Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, Formaldehyde/Melamine/Tosylamide, 

Copolymer, Trimethylolpropane Triethoxy, Triacrylate, Polyester Resin, Ethylhexylacrylate, 

Diethylaminomethylcoumarin, Solvent Yellow 135, P-Hydroxyanisole, Modified Polysiloxane, 

Hydroquinone, CI 77891, CI 74160, CI 74260 

COLOR GEL 79 CAPPUCCINO 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6 trimethylbenzoyl)phosphinate, 

Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, PEG-4 Trimethylolpropane Triacrylate, 

Polyester Resin, Ethylhexyl Acrylate, P-Hydroxyanisole, Modified Polysiloxane, Hydroquinone, BHT, CI 

77891, CI 77002, CI 74160, CI 19140, CI 15850, CI 77499 

COLOR GEL 80 CYAN 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, 

Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, PEG-4 Trimethylolpropane Triacrylate, 

Hydrated Silica dimethyl silylate, Polyester Resin, Ethylhexyl Acrylate, P-Hydroxyanisole, Modified 

Polysiloxane, Hydroquinone, BHT, CI 77891, CI 77007, CI 77492, CI 74160, CI 16255 

COLOR GEL 81 NEON SUN 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Formaldehyde/Melamine/Tosylamide/Copolymer, Silica Dimethyl Silylate, 

Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, Isopropylidenediphenyl Bisoxyhydroxypropyl 

Methacrylate, Solvent Yellow, Ethylhexyl Acrylate, P-Hydroxyanisole, Modified Polysiloxane, Hydroquinone 

COLOR GEL 82 NEON MANGO 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Formaldehyde/Melamine/Tosylamide/Copolymer, Silica Dimethyl Silylate, 

Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, Isopropylidenediphenyl Bisoxyhydroxypropyl 

Methacrylate, Solvent Yellow, Ethylhexylacrylate, P-Hydroxyanisole, Modified Polysiloxane, Hydroquinone, 

Basic Red 1:1, Basic Violett 11:1 

COLOR GEL 83 NEON PINK 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate,Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Formaldehyde/Melamine/Tosylamide/Copolymer, 

Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, Isopropylidenediphenyl Bisoxyhydroxypropyl 

Methacrylate, Basic Red 1:1, Basic Violett 11:1, Ethylhexyl Acrylate, Solvent Yellow, P-Hydroxyanisole, 

Modified Polysiloxane, Hydroquinone 
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COLOR GEL 84 NEON BLUE 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, Silica Dimethyl Silylate, 

Isopropylidenediphenyl, Bisoxyhydroxypropyl Methacrylate, Hydrated Silica dimethyl silylate, Polyester 

Resin, Ethylhexyl Acrylate, P-Hydroxyanisole, Modified Polysiloxane, Hydroquinone, BHT, CI 77007, CI 

74160, CI 16255 

COLOR GEL 85 NEON MANDARINE 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Formaldehyde/Melamine/Tosylamide/Copolymer, 

Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, Isopropylidenediphenyl Bisoxyhydroxypropyl 

Methacrylate, Solvent Yellow, Basic Red 1:1, Basic Violett 11:1, Ethylhexylacrylate, P-Hydroxyanisole, 

Modified Polysiloxane, Hydroquinone 

COLOR GEL 86 C’EST EGAL 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, Zinc 

Sulfide, Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, Hydrated Silica dimethyl silylate, PEG-

4 Trimethylolpropane Triacrylate, Polyester Resin, Ethylhexyl Acrylate, P-Hydroxyanisole, Modified 

Polysiloxane, Hydroquinone, CI 77007, CI 74160 

COLOR GEL 87 JE NE SAIS PAS 5 ml 

Ingredients : Aliphatic Urethane diacrylate, Aliphatic Urethane acrylate, Polyethyleneglycol200 

dimethacrylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, Silica, Bisphenol-A-glycerolat-(1-

glycerol/phenol)-dimethacrylate, Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, Polyester 

resin, Talc, Ethylhexyl acrylate, 4-Methoxyphenol P-Hydroxyanisole, Butylated Hydroxytoluene, modified 

Polysiloxane, Hydroquinone, CI 73360, CI 72915, CI 73915, CI 77266 

COLOR GEL 88 UNE BELLE COULEUR 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, Silica Dimethyl Silylate, 

Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, PEG-4 Trimethylolpropane Triacrylate, Talc, 

Polyester Resin, Ethylhexyl Acrylate, Hydrated Silica dimethyl silylate, BHT, P-Hydroxyanisole, Modified 

Polysiloxane, Hydroquinone, CI 77289, CI 77891, CI 77002, CI 16255, CI 73360, CI 77007, CI 77499, CI 

19140, CI 74160 

COLOR GEL 89 CHOISIS TOI 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, Zinc 

Sulfide, Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, Hydrated Silica dimethyl silylate, PEG-

4 Trimethylolpropane Triacrylate, Polyester Resin, Ethylhexyl Acrylate, P-Hydroxyanisole, Modified 

Polysiloxane, Hydroquinone, CI 77007, CI 74160 
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COLOR GEL 90 COMME TU VEUX 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, 

Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, Ethylhexyl Acrylate, Polyester Resin, P-

Hydroxyanisole, Zinc Sulfide, Modified Polysiloxane, Hydroquinone, PEG-4 Trimethylolpropane Triacrylate, 

CI 15800, CI 77007 

COLOR GEL 91 J’HESITE 5 ml 

Ingredients : Aliphatic Urethaneacrylate, Aliphatic Urethanediacrylate,  

Polyethylenglycol200dimethacrylate, Silica, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, Bisphenol-A-

glycerolat-(1-glycerol/phenol)-dimethacrylate, Colophonium, Polyester Resin, 4-Methoxyphenol, CI 15850, 

CI 77120, CI 42090 

COLOR GEL 92 BEAUTY 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, Silica Dimethyl Silylate, 

Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, PEG-4 Trimethylolpropane Triacrylate,  Ricinus 

Communis Seed Oil, Polyester Resin, Ethylhexyl Acrylate, BHT, Colophonium, P-Hydroxyanisole, Modified 

Polysiloxane, Hydroquinone, CI 74160, CI 15880, CI 15850, CI 77891, CI 77499 

COLOR GEL 93 IT’S ME 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, 

Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, Trimethylolpropane Triacrylate, PEG-4 

Trimethylolpropane Triacrylate, Pentaerythritoltetrakis(3-mercaptopropionate), Polyester Resin, Ethylhexyl 

Acrylate, BHT, P-Hydroxyanisole, Modified Polysiloxane, Hydroquinone, CI 77891, CI 15880, CI 77499, CI 

16255 

COLOR GEL 94 IT’S YOU 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene, 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, 

Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, Polyester Resin, Ethylhexylacrylate, 

Trimethylolpropane Triethoxy Triacrylate, P-Hydroxyanisole, Modified Polysiloxane, Hydroquinone, CI 

73915, CI 77891 

COLOR GEL 95 LOVELY 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, 

Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, Trimethylolpropane Triethoxy Triacrylate, BHT, 

Ethylhexylacrylate, Polyester Resin, P-Hydroxyanisole, Modified Polysiloxane, Hydroquinone, CI 77891, CI 

77491, CI 77499 
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COLOR GEL 96 SWEETNESS 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, Silica Dimethyl Silylate,  

Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, Hydrated Silica dimethyl silylate, Polyester 

Resin, Ethylhexyl Acrylate, P-Hydroxyanisole, Modified Polysiloxane, Hydroquinone, BHT, CI 77007, CI 

74160, CI 16255 

COLOR GEL 97 KISS ME 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, 

Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, PEG-4 Trimethylolpropane Triacrylate, 

Ethylhexyl Acrylate, Polyester Resin, Ricinus Communis Seed Oil, Mica, P-Hydroxyanisole, Modified 

Polysiloxane, Hydroquinone, BHT, Colophonium, CI 77891, CI 77491, CI 15850, CI 77002, CI 12490, CI 

16255, CI 19140, CI 77499 

COLOR GEL 98 SMILE 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, 

Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, Trimethylolpropane Triacrylate, PEG-4 

Trimethylolpropane Triacrylate, Pentaerythritoltetrakis(3-mercaptopropionate), Polyester Resin, Ethylhexyl 

Acrylate, BHT, P-Hydroxyanisole, Modified Polysiloxane, Hydroquinone, CI 77891, CI 15880, CI 77499, CI 

16255 

COLOR GEL 99 ALWAYS 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 

glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, 

Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, Trimethylolpropane Triacrylate, PEG-4 

Trimethylolpropane Triacrylate, Pentaerythritoltetrakis(3-mercaptopropionate), Polyester Resin, Ethylhexyl 

Acrylate, BHT, P-Hydroxyanisole, Modified Polysiloxane, Hydroquinone, CI 73915, CI 77891 


