
   

List of ingredients GLITTER GEL Version 1 

GLITTER GEL 200 SILVER 5 ml 

Ingredients : Aliphatic Urethanediacrylate, Tetraethyleneglycoldimethacrylate, Silica, Bisphenol-A-
glycerolate-(1-glycerol/phenol)-dimethacrylate, Aluminium,  Methylbenzoylformiate, Amorphous 
silicon dioxide, Ethylhexylacrylate, 4-Methoxyphenol 

GLITTER GEL 201 PINK GOLD 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Polyethylene glycol200dimethacrylate, Silica Dimethyl 
Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, Isopropylidenediphenyl 
Bisoxyhydroxypropyl Methacrylate, Formaldehyde/Melamine/Tosylamide Copolymer, Silica, 
Ethylhexylacrylate, Solvent Yellow, Basic Red 1:1, Basic Violett 11:1, P-Hydroxyanisole, Modified 
Polysiloxane, Hydroquinone, CI 77000 

GLITTER GEL 202 AUBERGINE 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 
glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, 
Bisoxyhydroxypropyl Methacrylate, Talc, Trimethylolpropane Triethoxy Triacrylate, Polyester Resin, 
Silica, Ethylhexylacrylate, BHT, P-Hydroxyanisole, Modified Polysiloxane, Hydroquinone, CI 77000, CI 
73360 

GLITTER GEL 203 BONBON 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Triethyleneglycol 
Dimethacrylate, Silica Dimethyl Silylate, Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, 
Methylbenzoylformiat, Glass, Silica, Ethylhexylacrylate, P-Hydroxyanisole, Tin Oxide, Modified 
Polysiloxane, Hydroquinone, CI 77891 

GLITTER GEL 204 BLUE LAGOON 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 
glycol200dimethacrylate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-trimethylbenzoyl)phosphinate, 
Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, Glass, Silica, Ethylhexylacrylate, P-
Hydroxyanisole, Modified Polysiloxane, Hydroquinone, Polyester Resin, CI 77891, CI 74160 

GLITTER GEL 220 FRAMBOISE 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 
glycol200dimethacrylate, Polyethylene Terephthalate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-
trimethylbenzoyl)phosphinate, Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, Talc, 
Trimethylolpropane Triethoxy Triacrylate, Polyester Resin, Polyurethane-33, Ethylhexylacrylate, 
Polymethyl Methacrylate, P-Hydroxyanisole, BHT, Modified Polysiloxane, Hydroquinone, CI 73360, CI 
77266, CI 19140, CI 77000, CI 15850 
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GLITTER GEL 221 LADY MARMELADE 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 
glycol200dimethacrylate, Polyethylene Terephthalate, Silica Dimethyl Silylate, Ethylphenyl(2,4,6-
trimethylbenzoyl)phosphinate, Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, Talc, 
Trimethylolpropane Triethoxy Triacrylate, Polyester Resin, Polyurethane-33, Ethylhexylacrylate, 
Polymethyl Methacrylate, P-Hydroxyanisole, BHT, Modified Polysiloxane, Hydroquinone, CI 73360, CI 
77266, CI 19140, CI 77000, CI 15850 

GLITTER GEL 222 PRINCESS 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate,  Triethyleneglycol 
Dimethacrylate, Polyethylene Terephthalate, Silica Dimethyl Silylate, Isopropylidenediphenyl, 
Bisoxyhydroxypropyl Methacrylate, Methylbenzoylformiat, Isobutylphenoxy Epoxy Resin, Glass, 
Ethylhexylacrylate, Silica, Polymethyl Methacrylate, P-Hydroxyanisole, Modified Polysiloxane, Tin 
Oxide, Hydroquinone, CI 77820, CI 77891, CI 77000 

GLITTER GEL 223 LIGHTLOVE 5 ml 

Ingredients : Aliphatic Urethane Diacrylate, Aliphatic Urethane Acrylate, Triethyleneglycol 
Dimethacrylate, Polyethylene Terephthalate, Silica Dimethyl Silylate, Glass, Isopropylidenediphenyl 
Bisoxyhydroxypropyl Methacrylate, Synthetic Fluorphlogopite, Methylbenzoylformiat, Polyurethane-
11, Mica, Polyester Resin, Ethylhexylacrylate, Tin Oxide, P-Hydroxyanisole, Modified Polysiloxane, 
Hydroquinone, Hydrogenated Polyisobutene, Phenoxyethanol, Palmitic Acid, Benzoic Acid, CI 77891, 
CI 73915, CI 51319, CI 77510, CI 75470, CI 77000, CI 15850 

GLITTER GEL 224 DIAMOND 5 ml 

Ingredients : Aliphatic Urethanediacrylate, Polyethylene Terephthalate, Triethyleneglycol 
dimethacrylate, Silica, Bisphenol-A-glycerolate-(1-glycerol/phenol)-dimethacrylate, 
Isopropylidenediphenyl, Bisoxyhydroxypropyl, Methacrylate, Polyepoxide Isobutylphenoxy Epoxy 
Resin, Methylbenzoylformiate, Methoxyphenol 

GLITTER GEL 225 SAND 5 ml 

Ingredients : Aliphatic Urethaneacrylate, Aliphatic Urethandiacrylate, 
Triethyleneglycoldimethacrylate, Polyethylene Terephthalate, Silica, Bisphenol-A-glycerolate-(1-
glycerol/phenol)-dimethacrylate, Ethylene Vinylacetate Copolymer, Acrylat Copolymer, Polybutylene 
Terephthalate, Methylbenzoylformiate Polyurethane-11, Mica, Ethylhexylacrylate, 4-Methoxyphenol P-
Hydroxyanisole, CI 15850, CI 77891, CI 19140, CI 77491 

GLITTER GEL 226 JOHN SNOW 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Triethyleneglycol Dimethacrylate, Silica Dimethyl Silylate, 
Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, Polyethylene Terephthalate, 
Methylbenzoylformiat, Glass, Isobutylphenoxy Epoxy Resin, Ethylhexylacrylate, Dibutyl Tin Dilaurate, 
P-Hydroxyanisole, Tin Oxide, Modified Polysiloxane, Hydroquinone, CI 77891, CI 77000 
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GLITTER GEL 227 ROYAL BLUE 5 ml 

Ingredients : Aliphatic Urethanediacrylate, Polyethylene Terephthalate, 
TriethyleneglycolDimethacrylate, Silica, Bisphenol-A-glycerolate-(1-glycerol/phenol)-dimethacrylate, 
Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, Methylbenzoylformiate, Polyepoxide 
Isobutylphenoxy Epoxy Resin, Ethylhexylacrylate, Aluminum, 4-Methoxyphenol P-Hydroxyanisole, CI 
74160, CI 73915 

GLITTER GEL 228 FROZEN 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Triethyleneglycol 
Dimethacrylate, Polyethylene Terephthalate, Silica Dimethyl Silylate, Isopropylidenediphenyl 
Bisoxyhydroxypropyl Methacrylate, Methylbenzoylformiat, Glass, Isobutylphenoxy Epoxy Resin, 
Ethylhexylacrylate, Acrylates Copolymer, P-Hydroxyanisole, Modified Polysiloxane, Hydroquinone, CI 
77820, CI 77000 

GLITTER GEL 229 ARGENT 5 ml 

Ingredients : Aliphatic Urethandiacrylate, Aliphatic Urethaneacrylate, Polyethyleneterephthalate 
Polyethylene Terephthalate, Triethyleneglycoldimethacrylate Triethyleneglycol, Dimethacrylate, Silica, 
Polyepoxide, Bisphenol-A-glycerolate-(1-glycerol/phenol)-dimethacrylate, Methacrylate, 
Methylbenzoylformiate, Aluminum, Ethylhexylacrylate, 4-Methoxyphenol 

GLITTER GEL 230 GALAXY 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene Terephthalate, 
Triethyleneglycol Dimethacrylate, Silica Dimethyl Silylate, Isopropylidenediphenyl 
Bisoxyhydroxypropyl Methacrylate, Methylbenzoylformiat, Acrylates Copolymer, Ethylhexylacrylate, 
P-Hydroxyanisole, Modified Polysiloxane, Hydroquinone 

GLITTER GEL 231 ANGEL 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene Terephthalate, 
Triethyleneglycol Dimethacrylate, Silica Dimethyl Silylate, Isopropylidenediphenyl 
Bisoxyhydroxypropyl Methacrylate, Methylbenzoylformiat, Acrylates Copolymer, Ethylhexylacrylate, 
P-Hydroxyanisole, Modified Polysiloxane, Hydroquinone 

GLITTER GEL 232 DREAMWORLD 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Triethyleneglycol 
Dimethacrylate, Silica Dimethyl Silylate, Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, 
Polyethylene Terephthalate, Methylbenzoylformiat, Glass, Isobutylphenoxy Epoxy Resin, Silica, 
Ethylhexylacrylate, P-Hydroxyanisole, Polyester Resin, Tin Oxide,  Modified Polysiloxane, 
Hydroquinone, CI 77007, CI 77891, CI 77000 

GLITTER GEL 233 GOTHIKA 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene Terephthalate, 
Triethyleneglycol Dimethacrylate, Silica Dimethyl Silylate, Isopropylidenediphenyl 
Bisoxyhydroxypropyl Methacrylate, Isobutylphenoxy Epoxy Resin, Methylbenzoylformiat, 
Ethylhexylacrylate, P-Hydroxyanisole, Modified Polysiloxane, Hydroquinone, CI 77499, CI 77000 
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GLITTER GEL 234 RAINBOW 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene Terephthalate, 
Triethyleneglycol Dimethacrylate, Silica Dimethyl Silylate, Isopropylidenediphenyl 
Bisoxyhydroxypropyl Methacrylate, Methylbenzoylformiat, Acrylates Copolymer, Ethylhexylacrylate, 
P-Hydroxyanisole, Modified Polysiloxane, Hydroquinone 

GLITTER GEL 235 WOW 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene Terephthalate, 
Triethyleneglycol Dimethacrylate, Silica Dimethyl Silylate, Isopropylidenediphenyl 
Bisoxyhydroxypropyl Methacrylate, Methylbenzoylformiat, Polyurethane-11, Ethylhexylacrylate, P-
Hydroxyanisole, Modified Polysiloxane, Hydroquinone, CI 19140, CI 15850, CI 77000 

GLITTER GEL 236 HELLO 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Polyethylene 
glycol200dimethacrylate, Silica Dimethyl Silylate, Glass, Ethylphenyl(2,4,6-
trimethylbenzoyl)phosphinate, Isopropylidenediphenyl Bisoxyhydroxypropyl Methacrylate, 
Ethylhexylacrylate, P-Hydroxyanisole, Modified Polysiloxane, Hydroquinone, CI 77820 

GLITTER GEL 237 CHRISTY 5 ml 

Ingredients : Aliphatic Urethane Acrylate, Aliphatic Urethane Diacrylate, Triethyleneglycol 
Dimethacrylate, Polyethylene Terephthalate, Silica Dimethyl Silylate, Isopropylidenediphenyl 
Bisoxyhydroxypropyl Methacrylate, Glass, Methylbenzoylformate, Isobutylphenoxy Epoxy Resin, 
Ethylhexylacrylate, Polymethyl Methacrylate, P-Hydroxyanisole, Modified Polysiloxane, Hydroquinone, 
CI 77820, CI 77000 


